m?2/s

Tungsten diffusivity

1077
1078
107°
1075
10—11 _

10712

—— H Frauenfelder (1969)
——— H Liu (2014)
—— H Heinola (2010)
—— H Johnson (2010)
—— H Moore (2004)
—— H Zakharov (1975)

H Ryabchikov (1964)
—— H Esteban (2001)

H Holzner (2020)
—— H Fernandez (2015)
—— H Liu (2016)
——— H Liu (2016)
—— H Liu (2016)
—— H Liu (2016)
—— H Liu (2016)
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